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ABSTRACT
The primary objectives of this research project were:

1. Determine and recommend solutions for problems relating to shipping,
storing and batching of fly ash.

2. Establish a procedure for batching, mixing and placing uniform concrete
(containing fly ash) with specified air content and consistency.

3. Demonstrate that concrete of comparable quality can be produced.



